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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

-

BROHM MINING CORF.
MR, JIM BARROMN
P.0. BOX 4835
READWOODs SD
57732




REPORT: 098-1345 ( COMPLETE )

Geochemical
B Lab Repor
J REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP.

SUBMITTED BY: J. BARRON

PROJECT: NONE LISTED DATE PRINTED: 16-MNOV-88

NUMBER OF LOWER

ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD

1 A Gold L) 0.002 OPY Fire Assay

2 Au BCI Au (Bondar-Cless) 4 0.002 OPT Fire Assay
SANPLE TYPES NUMBER SIZE FRACTIONS NUNBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 41 2 -150 41 Assay Prer 41
REMARKS! WORK PERFORMED AT OUTSIDE LAB,

BONDAR-CLEGG CHECXS IN 2ND COLUMN.

REPORT COPTES TO: MR, JIN BARRON INVOICE TOT MR, JIN BARRON

MR JIN BARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
(303) 989-1404
; BONDAR*CLEGG
REPORT: 098-1345 ] | PROJECTS NONE LISTED PAGE 1
SAMPLE ELEMENT Au  Au BCI SANPLE ELEMENT Au  Au BCI
NUMBER UNITS OPT OPT NUMBER UNITS OPT OPT
D2 R88-482-0-5 0.018  0.018 D2 R88-482-200-205 0.003
D2 R88-482-5-10 0.016
D2 R88-482-10-15 0,009
D2 R88-482-15-20 0.01%
D2 R88-482-20-25 0.018
D2 RBE-482-25-30 0,006
D2 R88-482-30-35 0,006
D2 RB8-482-35-40 0.014
D2 R88-482-40-45 0,014
D2 R8B8-482-45-50 0.009
D2 R88-482-50-55 0,005
D2 R88-482-55-40 0.006
D2 R88-482-60-45 0,018 0015 = . G/lG
D2 R88-482-65-70 0.009
D2 RB8-482-70-75 0.008
D2 R88-482-75-80 0.010
D2 R88-482-80-85 0.007
D2 R88-482-85-90 <0,002
B2 RBB8-482-90-95 0.006
D2 R88-482-95-100 0,010
D2 R88-482-100-105 0,007
12 R88-482-105-110 0,008
D2 RE8-482-110-115 0.008
D2 R88-482-115-120 0,003
D2 R88-482-120-125 0,004
D2 RB8-482-125-130 0,005  0.004
D2 R88-482-130-135 0.003
D2 R88-482-135-140 0,002
02 RE8-482-140-145 0,004
12 RES-482-145-150 0,004
D2 R88-482-150-155 0.003
D2 RBB-482-155-140 0.007
D2 RB8-482-160-145 0,008
D2 R88-482-165-170 0.008
D2 R88-482-170-175 0,006 0,006
02 RE8-482-175-180 0,008
02 R88-482-180-185 0.004
D2 RB8-482-1B5-1%0 0.003
D2 R88-482-190-195 0,003
D2 R88-482-195-200 0.003




BROHM MINING CORF,
MR, JIM BARRON
F.0. BOX 485
DEADWOODR, SO

Invoice

I'c!‘t!'

Rerort No:

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

13283, Fade 1
18-NOV-88

098-1340

897732 FroJdect NONE LISTED
Reference: MONE LISTED
41 Analuses of Gold et ¢ 6.50 ¢ 2866.950
4 Ansluses of Au (Bondar-Cless) at ¢ 6.50 ¢ 26.00
Suntotzl $ 292.30 # 292.30
Samrle Freraraztion
41 Samrles of Assaz Fres at ¢ 3.00 ¢ 123.00
Subtoteal $ 123.00 ¢ 123.00
Miscellaneocus Charses
4% S.I'. STATE SALES TAX ¥ 3.28
2% DEADWOOD CITY SALES TaAX # 1.64
Subtotazl $ 4,92 $ 4,92
Invoice Total! 3 420,42 U.B.,
A= i " = € »
. (o )
THIS IS A PROFESSIONAL SERVICE

ACCOUNTS DUE WHEN RENDERED




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

Lab Report

BRONN MINING CORP.
MR, JIK BARRON
P.0. BOX 485
DEADNOODs SD
732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Ec Lab Report

. : BONDAR-CLEGG
REPORT: 098-1349 ( COMPLETE ) [ REFERENCE 71‘03 NONE LISTED
CLIENT: BROHM MINING CORP. SURMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 21-NOV-88
NUNBER OF LOMER .
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOR
1 A Gold 20 0.002 OPT Fire Assay
2 Au BCI Au (Bondar-Clesgs) 2 0,002 OPT Fire Assay
SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 20 2 ~-150 20 Assay Prer 20
Excessive Wetness 423
Saarle Pickus -

REMARKS: WORK PERFORMED AT OUTSIDE LAB.

BONDAR-CLEGG CHECKS IN 2ND COLUMN.

REPORT COPIES TO: MR. JIN BARRON INVOICE TO! MR. JIM BARRON
MR. JIN BARRON




|
|

Bondar-Clegg, Inc.

12980 West Cedar Dr.

(303) 9894404 | i -
REPORT: 098-1349 PROJECT: NONE LISTED PABE 1
SANPLE ELEMENT  Au  Au BCI
NUKBER UNITS  OPT  OPT
D2 R88-482-205-210 0,004
12 RE8-482-210-215 0.008
D2 R83-482-215-220 0,002
12 RE8-482-220-225 0,004
D2 R8S-482-225-230 0,002
02 RE8-482-230-235 0,004
12 RE8-482-235-240 0,006
D2 REB-482-240-245 0,004
D2 RE8-482-245-250 0,002
12 RB8-482-250-255 0,004
12 R88-482-255-260 0,004
02 R88-482-260-265 0.010
02 RE8-482-265-270 0,008
12 R88-482-270-275 0,090 0.084 =.0%27
02 R88-482-275-280 0,12 0125 =.124
12 R88-482-280-285 0.032
D2 RE8-482-285-290 0,056
D2 R88-482-290-295 0,030
D2 R88-482-295-300 0,028
12 R88-482-300-305 0,026




BROHM MINING CORF.
MR. JIM BARRON
F.0. ROX 480
NEADWOOD, SD

a2 4
w/iod

Invoice :
Ratc $
Rerorl No?

Prodect
Reference:

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

13318: Page 1
21-NOV-88
098-134%9

NONE LISTED
NONE LIS1ED

20 Anzluses of Gold
W~ 2 Angluses of Au
Subtotal

rle FPreraration

0 Samrles of Acsavw Prer

423 Semrles of Excessive Wetness
1 Samrle of Scmrle Fickur
Subtotzl

Sam
=

Miscellaneous Charges
4%2 8.D. STATE SALES TaAX
2% DEADWOOD CITY SALES TaAX
Subtotal

Invoice

(Rondar-Clegd)

at ¢ 6,50 ¢ 130.00
“ 6-50 ] ‘1- ':".}
¢ 143.00 | 143.00
3 $ 3,00 ¢ 60,00
st ¢ 0.135 ¢ 63.45
at ¢12.00 ¢ 12.00
$ 135,45 $ 135.45
$ &2
¢ 31
t @3 3 5.93
Totel? ¢ 283.38 U.S

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404

Lab Report

BROHN MINING CORP.
MR, JIN BARRON
P.0. BOX 485
DEADNOOD, SD
7732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr. - 2

Lakewood, Colorado 80228 Bc Lab Report
(303) 989-1404

) BONDAR-CLEGG
REPORT: 098-1347 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. RARRON
PROJECT: NONE LISTED DATE PRINTEDR! 14-NOV-88
NUMBER OF LORER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold 60 0,002 OPT Fire Assau
2 Au RCI Au (Bondar-Clegd) [ 0,002 OPT Fire Assay
SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 60 2 -150 60 Assay Prep 40
Excescive Wetness 1263
Seaple Fickup i

REMARKS: WORK PERFORMED AT OUTSIDE LAR.

BONDAR-CLEGG CHECKS IN 2ND COLUMN,

REPORT COPIES TO! MR, JIM BARRON INVOICE TO: MR, JIM BARRON
MR. JIN BARRON




Bondar-Clegg, Inc. (eochemical
12980 West Cedar Dr. .
P " BC = Lab Report
(303) 9891404
. BONDAR-CLEGG

REPORT: 098-1347 ' ] PROJECT! NONE LISTED PAGE 1

SANPLE ELENENT  Au  Au BCI SAMPLE ELENENT Ay Au BCI

NUNBER UNITS  OPT  OPT NUMBER UNITS  OPT 0T

D2 RES-482-305-310 0,028 0.025=.02b D2 RES-482-505-510 0,014

D2 R8S-482-310-315 0,015 D2 R8B-482-510-515 0,008

12 RE8-482-315-320 0,024 D2 R8S-482-515-520 0,005

D2 RE8-482-320-325 0,019 D2 R88-482-520-525 0,006

12 R8S-482-325-330 0,014 . D2 RES-482-525-530 0,007

D2 R88-482-330-335 0,012 N D2 RES-482-530-535 0,024 0,02 =.028

D2 RES-482-335-140 0,023 D2 R88-482-535-540 0,012

D2 R88-482-340-345 0,005 12 R88-482-540-545 0,013

D2 RES-482-45-350 0,026 D2 R88-482-545-550 0,014

D2 RES-482-350-155 0,035 12 RE8-482-550-555 0,014

D2 R8-482-355-360 0,055 0.052=.054 D2 RBE-482-555-560 0,045 0,080 =.0€Z

D2 RES-482-360-365 0,024 D2 RE8-482-560-565 0,014

B2 R88-482-345-370 0,034 D2 RE8-482-565-570 0,010

D2 RE8-482-370-375 0,012 D2 REB-482-570-575 0,020

D2 R88-482-175-380 0,054 D2 R88-482-575-580 0,028

12 R88-482-380-385 0,036 D2 Re8-482-580-585 0,010

D2 R88-482-385-390 0,020 D2 RE8-482-585-590 0,008

D2 R8S-482-390-395 0,010 N2 Re8-482-590-595 0,012

D2 RB8-482-395-400 0,012 D2 RE8-482-595-600 0,014

12 RES-482-400-405 0,010 D2 R8-482-600-405 0,010

12 R88-482-405-410 0,010 _

12 RES-482-410-415 0,012

D2 R8B-482-415-420 0,022

D2 R8S-482-420-425 0,014

D2 R8B-482-425-430 0,012

12 R88-482-430-435 0.010 -

D2 R88-482-435-440 0,028 0,027

D2 RES-482-440-445 0.032

D2 RE8-482-445-450 0,004

D2 RE8-482-450-455 0,002

D2 R88-482-455-460 0,006
D2 RB8-482-440-445 €0,002
D2 R88-482-445-470 0,002
D2 R88-482-470-475 0.028
D2 R88-482-475-480 0.008
D2 RB88-482-480-485 0,015
D2 RB8-482-485-490 0,030 0,032 =,0%/
D2 R88-482-490-495 0.021
D2 R88-482-495-500 0,020
D2 R88-482-500-505 0.016




BC

-

BROHM MINING CORF.

MR, JIM EARRON
Fe0. BOX 485
DEARWQOD, SD
57732

Nate

Reraort No
ProJdect
Reference

Invoice

v 18-NOV-88

: 098-~1347
¢ NONE LISTED
¢ NONE LISTED

~ \A
V;J‘NQE

Analuses of Gold at ¢ 6.50
6 Anasluses of Au (Bondar-Cleds) at ¢ 4,50
Subtotal
Sample Freraration
60 Samrles of Assaw Frer at ¢ 3.00
1263 Samrles of Excessive Wetness at ¢ 0.15
1 Samrle of Sample Fickusr at 12,00
Subtotal
Miscellaneous Charges
4% S.Its STATE SALES TAX

2% DEADWQODR
Subtotal

CITY S8ALES TAX

Invoice Total!

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

Qp*_‘w a*f“

& @ B

390.00

39.00
429.00

180,00
189,45

12.00
381.45

-

v
s

g0 I

[aes
Moo
O

$

429 .00

381.45

19325

829.74 U.8,



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

BC

Lab Report

BROHM MINING CORP.
MR, JIM BARRON
P.0. BOX 485
DEADROOD, SD
7R




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BG

REPORT: 098-1351 ( COMPLETE ) }

Geochemical
Lab Report

REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP,
PROJECT: NONE LISTER

SUBNITTED BY: J. BARRON
DATE PRINTED: 16-NOV-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LINIT EXTRACTION METHOD
1 A Gold 14 0.002 OPT Fire fAssay
2  Au BCI Au (Bondar-Cleds) 1 0,002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIDNS NUMBER
D DRILL CORE 14 2 -150 Assay Pres 14
Excessive Wetness 281
“Sasrle Fickup 1

REMARKS: WORK PERFORMED AT OUTSIDE LAB.

BONDAR-CLEGG CHECKS IN 2ND COLUMN.

REPORT COPIES TO! MR, JIM RARRON
MR. JIN BARRON

INVOICE TO: MR. JIM BARROM




D2 RB8-482-670-475

0.018

Bomder-Clogg, bec. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 . Ec L™ Lab Report
e \ BONDAR-CLEGG

REPORT: 098-1351 PROJECT: NONE LISTED PAGE 1

SANPLE ELEMENT Au Ay BCI

NUMBER UNITS OPT 0PT

D2 R88-482-605-610 0,022

D2 R88-482-610-615 0.014

D2 R88-482-615-620 0.018

D2 R88-482-620-625 0,020

D2 RE-482-625-630 0,028

D2 RBS-482-630-635 0,026

D2 R88-482-435-640 0.038 0.031 =. 08¢

D2 R8B-482-640-645 0.022

D2 R88-482-445-550 0.016

D2 RB88-482-650-455 0.028

D2 R88-482-4355-660 0,012

D2 RE-482-440-665 0,014

D2 R88-482-645-670 0,004




Bondar-Clegg, Inc.

12980 West Cedar Dr.

i - Lakewood, Colorado 80228

, - P (303) 9894404

3>
2 3 :‘?u
O o Invoice H 13280 FPage 1
BEROHM MINING CORF.
MR, JIM RARRON Nate y 18-NOV-88
Ps0. BROX 4885
DEADWOOD, SD Rerort No!: 098-1391
872732 Frodect ¢ NONE LISTEDR
Feference! NONE LISTED
14 Analyses of Gold 2t ¢ 6.50 ¢ 921.00
1 Angleses of Au (Bondar~Cledd) at $ 6.90 ¢ 6.50
Subtotal % 7.80 $ 97.30
Samele Freraration
14 Samrles of Assay Prep at ¢ 3,00 ¢ 42.00
281 Samrlec of Excessive Wetness e $ 0.15 ¢ 42,18
1 Samrle of Samrle Pickur at $12.00 ¢ 12,00
Subtotezl $ 26.15 ¢ 6,13
Miscellaneous Chardes
4%Z S.Itv STATE SALES TAX $ 3.29
2% READWOOD CITY SALES TAX $ 1.64
Suitotal % 4,93 ¢ 4,93
Invoice Total! $ 198.58 U.S.
{ '\ e C { f < \/'

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BT EE < -ty -5 Eeee | SR oo el L Al S T e N it e ST S e B e TSN




g - r
Bondar-Clegg, Inc.

12980 West Cedar Dr
Lakewood, Colorado 80228
(303) 989-1404

v "

Geochemical
Lab Report

hOHM MINING CORP,
MR+ JIM BARRON

F.0, BOX 485
QEADROODs SD
€779

-+

-+




-

Bondar-Clegg, In. Geochemical
12980 West Cedar Dr.

(303) 9894404 -

: BONDAR-CLEGG

REPORT? (98-1373 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT! RROMM MINING CORF, ‘ SUBMITTED RY: J. BARROMN
| PROJECT? NONE LISTED DATE PRINTED: 2-NOV-88
l
NUMBER OF LOKER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold 4 0,002 OPT Fire Assav
SAMPLE TYPES NUMRER SIZE FRACTIONS NUHRER SANFLE PREPARATIONS NUMBER
, I DRILL CORE 1 2 -150 4 Assay Pres 4
Excessive Wetness 74
| Sanrle Picku 1
l

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES 10! MR. JINM BARRONM INVOICE T0: MR. JIN BARRON

TR, _JIN BAREON




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

BC

REPORT: 098-1373 PROJECT: NOME LISTED PAGE 1
SAMPLE ELEMENT AU
NUMBER UNITS OPT
02 RB8-482-673-£80 0,017
7 R88-482-680-685 0,011
12 R88-482-685-690 0.012
2 RBE-482-490-495 0.014




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
@ (303) 9894404
ea"* '
.‘_.' . Invoeice : 13197 Pegse 1
EROHM MINING CORF.
MR. JIM BARRQN Date : I-NOV-88
P.0. ROX 483
DEADWOOD, SD Rerort Not: 098-1373
S7732 Frodoct ¢+ NONE LISTED
Reference! NONE LISTED
V4 fAnelyses of Gold et ¢ 6.30 ¢ 26.00
Subtotel $ 26,00 25,00
Semprle FPrerevation
4 Semples of Acsew Frer at ¢ 3,00 ¢ 12.00
74 Samprles of Excessive Wetness at ¢ 0.15 ¢ 11.10
1 Scwrle of Semrle Fickur at $12.00 ¢ 12.00
Subtotel $ 35.10 35.10
Miscellaneous Chardes
4% S.0ly STATE SALES TAX 3 1.24
2% DEADWOOD CITY SALES TaX $ 0.62
Subtotal $ i .86 1.86
Invoice Toteld 62+946 U.E

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Lab Report

BROHM MINING CORP,
MR, JIM BARRON
P.0. BOX 485
DEADROQDs SD
57732




REPORT: 098-1495 ( COMPLETE ) REFERENCE INFO: NONE LISTER
CLIENT: BROHM MINING CORP. SURMITTED BRY! J. BARRON
PROJECT: NONE LISTED DATE PRINTER: 1-DEC-B8
NUMBER OF LONER
ORDER ELENENT ANALYSES DETECTION LINIT EXTRACTION HETHOR
1 A Gold 43 0.002 OPT Fire Assay
2 A Gold 2 0.002 OPY Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 43 2 -15%0 43 Assay Prer 43
Excessive Metness 11446
Sanele Fickus i

REMARKS: 2 SAMPLES LARELED 900-905 WERE RECEIVED. \

2 RESULTS REPORTED FOR 2 SAMPLES.

FINAL RESULTS NOW ALL REPORTED.

REPORT COPIES TO: MR, JIM BARRON INVOICE TO: MR. JIM BARRON
MR. JIN BARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 b Lab Report
———ry - BONDAR-CLEGG
" ’ \
REPORT: 0981495 PROJECTS NONE LISTED PAGE 1
SAMPLE ELEMENT  Au Au SAMPLE ELEMENT hu hu
NUMBER UNITS  OPT 0PT NUMBER UNITS  OPT  OFT
D2 R88-482-695-700 0,060 — D2 ReB-482-895-900 0,014
12 R88-482-700-705 0,013 D2 REE-482-900-9054 00872 _ ,o7
D2 Re8-482-705-710 0,020 12 RE8-482-500-905B 0,006 5 =
D2 R88-482-710-715 0,014
D2 RES-482-715-720 0,010
12 R88-482-720-725 0,009
12 REB-482-725-730 0,005
D2 R88-482-730-735 0,003
D2 RBE-482-735-740 0,007
D2 RE8-482-740-745 0,200 0,360 =, £%O
D2 RB8-482-745-750 0,028~ o d
D2 RB8-482-750-755 0,006 26 & .©°
D2 RES-482-755-760 0,023 |
D2 R88-482-760-765 0,012
D2 RES-482-765-770 0,014
|
12 R88-482-770-775 0,036~/
D2 REB-482-775-780 0,008
D2 Re8-482-780-785 0,010 -
D2 RE8-482-785-790 0,012 DEC | S 139n ",
D2 RE8-482-790-795 0,024 | .
D2 RB8-482-795-800 0,010 | H
D2 ReB-482-800-805 0,051 , . i
D2 RE8-482-805-810 0,022~ | ‘@ 04> i
D2 RE8-482-810-815 0,033 |
12 R88-482-815-820 0,016 |
D2 RBB-482-820-825 0,013 |
D2 RE8-482-825-830 0,090 — |
D2 REE-482-830-835 0,019
D2 RE8-482-85-840 0,011
D2 REB-482-840-845 0,010
D2 R88-482-845-850 _ 0,019
D2 RE8-482-850-855 0,017
D2 RE8-482-855-840 0,006
D2 RE8-482-840-865 0,009
D2 R88-482-845-870 0,020 -
D2 RB8-482-870-875 0,016
D2 RE8-482-875-880 0,014
D2 REB-482-880-885 0,013
D2 Re8-482-885-890 0,005 0,037 =.0&/
D2 R88-482-890-895 0,018
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BROHM MINING CO-
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BROHM MINING CORF.
MR, JIM EBARRON
F.0. ROX 483
DEARWOOD, SU

e g vy 7 ey
b AV -

.

Invoice

“ 8] I. e

Rerort Noil
Frodect
Reference!

13394

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Fadge 1

v &6-DEC-88

098-149%
NONE
NONMNE

LISTED
LISTED

L

2 Anelueses of Gold
Subtotasl

4
;yiéﬁhnalumeg of Gold
A Subtotal

Samerle Preraration

at ¢ 4.%50

42 Samrles of Assaw Frer at ¢ 3.00
1146 Semrles of Excessive Wetness et ¢ 0.15
1 Samrle of Sazmele Fickure at $12,00
Subtotal
.MiﬁcellﬂﬁeOU$ Cherdes
4% 8.0, STATE SALES TAX
2% DEADRWOODN CITY SaALES TaAX
Suitotal
Invoice Total?
< e Dy \\
& Y52 (&5 ] OST A/PB /)

THIS IS A PROFESSIONAL SERVICE

ACCOUNTS DUE WHEN RENDERED

& B 15 & A

& @ B

0.00
0.00

279,50
279,50

129.00
171.90

12,00
312.90

10.80
B+.40
14,20

$ 0,00
$ 27%92.50

¢ 312,90

# 16,20

§ &0B.40 U.8.




Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404 Y, \

Geochemical
Lab Report

BROHM MINING CORP,
MR+ JIM BARRON
P.0, BOX 485
DEADWOODs SD
$7732




